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BACKGROUND

Fretting is a peculiar type of surface damage that resuits from the small oscillatory motion of
two contacting solid surfaces, Fretting damage is characterized by one or more of the following:
surface roughening, metal transfer, crack formation with propagation and material removal or wear.
Fretting wear is usually characterized by the formation of copious amounts of wear debris. The
consequences of fretting can be varied and are dependent on the specific situation or fretting condi-
tion. It has been found that fretting can result in either excessive wear, surface fatigue, component
fracture, loss of clamping pressure or possibly jamming due to generated debris. in order to reduce
fretting, it is necessary to obtain a correlation between the type of surface damage and specific
fretting conditions.

Although many parameters such as atmosphere, stress magnitude, frequency, temperature,
hardness, finish and contact area have been shown to effect the magnitude of fretting, the most
significant variables are the materials and the slip amplitude which can be controlled in the design
process. Thus, it would be desirable to obtain a correlation between surface damage and slip ampli-
tude for different material combinations.

The range of motion associated with fretting damage has not been clearly defined. On the
lower en. . of the scale, Tomlinson (1) in 1927 found evidence that relative motion or slip between
two surfaces could occur at amplitudes as small as 0.002 um. This value seems small since it is of
the order of molecular dimensions. At the other end, it is reasonable to expect that the upper
amplitude limit would be marked by the transition from the fretting wear process to wear more
characteristic of unidirectional sliding. Halliday (2) and Ohmae and Tsukizoe (3) believe that this
upper limit would be 250 - 300 um. Between these two limits, the effect of slip amplitude has been
widely investigated. Several investigators (3, 4, 5, 6) have reported the existence of a critical slip
amplitude, usually somewhere between 30 and 70 um, at which the fretting wear rate increases
significantly. Slip amplitudes significantly below this critical amplitude are generally assumed to be
characterized more by surface damage and fatigue rather than wear, Unfortunately, very few
studies have been conducted in this low amplitude range even though studies have indicated its im-
portance in roller contact bearings (7), clamped joints (8}, pivots (9) and a variety of aircraft com-
ponents (10).

Bill has conducted a number of studies concerned with fretting fatigue, surface damage and
wear with particular emphasis on the role of the surface oxide (11, 12, 13, 14). He has found that
wear increases significantly above 25 um and that wear is not linear with sliding distance but with
number of cycles which suggests a fatigue type mechanism rather than adhesion. Below 25 um, the
damage mechanism is the same, crack generation and propagation, but this apparently does not re-
sult in wear particles. In general, four types of sliding behavior were observed. Type | was charac-
terized by adhesion and plastic flow, Type |l involved oxidation and film removal with each cycle,
Type |11 was characterized by fatigue with oxidation accelerating the process and Type 1V involved
surface slip on an oxide film, Very early in the fretting process, Type | behavior predominates but
this is transformed into one of the others depending on the nature of the materials and their oxide
films. The fatigue process is similar to that characterizing low cycle fatigue. It is interesting to note
that the wear coefficient in the high fretting wear region {25 um) are of the order of 107 to 10°9;
this is much lower than that found in unlubricated nonfretting sliding (103 t0 105). This s
probably due to the ineffectiveness of wear particle formation at low slip amplitudes under fretting
conditions.
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Most studies have been made using slip amplitudes greater than 10 um. The studies herein are
primarily concerned with the low amplitude fretting damage that occurs before the onset of accel-
erated wear. {nvestigations were conducted in the 0 to 10 um range with different material com-
binations to define the nature of surface damage and how it progresses. Such data could be used to
develop design criteria or define appropriate material combinations for the range of application.
The results of this investigation form the basis of this report. This work was performed under
AIRTASK A-320-320A/001-B/1F61-542-000, Work Unit No. ZM510,

EXPERIMENTAL
APPARATUS AND PROCEDURES

Most conventional test rigs generate fretting wear by imparting a linear oscillatory motion on
two contacting specimens under load conditions. This back and forth motion requires a physical
displacement of one specimen relative to the other with the displacement equal to the magnitude of
slip. Alternately, a similar type of fretting motion would be produced by twisting one specimen
relative to the other. In this case, the magnitude of slip would be proportional to the angle of
twist. This latter approach was taken in this investigation using a ball and flat specimen. The ball
was loaded against the flat to produce a Hertzian contact area which defined the actual damage or
wear area. With the ball specimen stationary, an oscillatory rotational or twisting motion was im-
parted to the flat specimen. This motion was about an axis perpendicular and through the center of
the Hertzian contact area. The relative motion of the two specimens in the contact area produced
fretting damage.

The fretting test rig used in this investigation had previously been used in a pivot fretting study
(9) and in an earlier part of this study (15). A schematic of the test rig and the drive unit that
powers the test rig are shown in Figures 1 and 2. The fretting test rig shown in Figure 1 provides
for the loading of a 12.7 mm diameter ball against a cylindrical flat specimen approximately 8 mm
in diameter by 3 mm in height. Components used to mount the ball specimen to the central shaft
and the flat specimen to the gas bearing are not shown for the sake of clarity. Information concern-
ing mounting can be found in a previous report (15). This specimen configuration has the advan-
tage that precision ground balls of a variety of different materials are available from several sup-
pliers and flat specimens can be easily machined from rod stock.

Fretting tests were carried out by first loading the ball specimen by means of the bellow-type
load cell shown in Figure 1 against the flat specimen. After this, a twisting motion is transmitted
to the flat specimen from the drive system shown in Figure 2. The ball is held stationary and
motion is limited to the flat. This produces slip in the ball/flat contact area. Loading of the ball
against the flat is achieved by increasing the air pressure in the bellow-type load cell which causes
the shaft and ball to press down on the flat, which is also loaded upwards by the pressure on the gas
bearing. The net difference in the upward and downward forces determine the load,

Controlled movement of the flat specimen was achieved through the use of two electromag-
netic drivers attached to the lever arm of the gas bearing. The drive unit consists of two low in-
ternal mass 75 watt audio speakers modified by fastening an aluminum cone and a thin steel push
rod assembly onto the surface of the speaker cone, This assembly transmitted the vibratory motion
of the speaker cones to the lever arm of the gas bearing. The amplitude, frequency and phase rela-
tionship of the two drive units were controlled with an oscillator and amplifier in the electrical cir-
cuit that powered the drivers,
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Capacitance probes were used to measure the frequency and the amount of displacement at
the point of attachment of the push rod to the lever arm. This is illustrated in Figure 2. The push
rod amplitudes measured by the capacitance probes ranged from 0 to 0.25 mm for these drive
units. Since the length of the lever arm from the point of attachment of the push rod to the center
of the ball/flat contact area is 8 mm and the radius of the contact area (i.e., the small circle in the
center of the flat shown in Figure 2) is 0.15 mm, it is possible to study amplitudes from 0 to 5 um.

WEAR SCAR ANALYSIS

An analysis of a typical wear scar is presented in Figure 3. This analysis considers a ball resting
- on a rigid flat plate. Subjecting the ball to a normal load will result in a bali/flat contact area that
' would be described by the Hertz equations (16). In this Figure, a tangential or shear force, resulting
from the action of the drive units, is superimposed on the normal force. The action of these two
opposing forces produces relative motion or sliding in the Hertzian contact area.

In order to have relative motion or sliding, a necessary condition is that the applied force must
;- exceed the product of the normal load and the static coefficient of friction, fg. This criteria can
not be applied directly to the ball/flat configuration in Figure 3 because of the complex stress dis-
tributions that develop in the contact area. For example, in the case of normal stress (T) dis-
tribution, the pressure is zero at the edge of the contact area and a maximum at the center, and in

: the case of the shear stress (T'g) distribution, the pressure will be at maximum at the edge and zero
5 at the center. Estimates regarding the shape of these distributions are presented in Figure 3. The
) sliding criteria used in this analysis can be stated as:

Tg> 1 TN (1)

If fg is assumed to be unity, reference to Figure 3 indicates that slip will occur only in those areas
where Tgexceeds Tp. All other regions not satisfying this requirement will be locked. A typical
resulting wear scar is shown on the bottom of Figure 3.

PN S L A

MATERIALS AND OPERATING PROCEDURES

-, The effect of material and hardness on fretting was investigated using ball/flat combinations
that include SAE 52100 (Rc 64) steel against SAE 1018 (Rb 96) steel, a nickel chrome Hastelloy B

. (Rb 84) alloy against SAE 1018 (Rb 96) and a SAE 52100 (Rc 64) against SAE 52100 (Rc 64).

X Ball specimens were standard 12.7 mm balls made from either SAE 52100 steel or Hastelloy B.

: Flat specimens were machined from either SAE 1018 rod stock or SAE 52100, in the annealed
state, to required specifications that included surface grinding to a 0.2 um finish. The SAE 52100

A specimens were heat treated to a final hardness of approximately Rc 64. Prior to testing, the flat

specimens were hand polished using 0.3 and 0.05 um alumina, washed in boiling stoddard solvent
and rinsed in petroleum ether.

After cleaning, the test specimens were placed in the fretting test rig. The air pressure lines
attached to the rig were adjusted to produce a normal load of 88 N. This produced a contact area
of about 0.07 mm2, Motion was then transmitted to the flat through the drive units. These units
were operated at 210 Hz at various input amplitudes. The duration of the test was normaily 3
» hours. The push rod amplitudes were converted to slip amplitudes occurring at the edge of the

ball/flat contact area to simplify the reporting of data.
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At the end of the test, specimens were removed and examined microscopically. The nature of
the surface damage was recorded in both the locked and slipped regions. The outer diameters of
the locked and slipped regions were measured and compared with theoretical values. A more de-

! tailed surface analysis was conducted with most specimens. This included SEM, electron diffraction
N and x-ray analysis. Surface profiles of the wear scar were made to indicate plastic deformation,

iy surface damage and wear. In some cases, the surface were etched with picric acid to yield cracks

iy and subsurface distortions.

RESULTS AND DISCUSSION
SAE 52100/SAE 52100 STEEL COMBINATION
Photomicrographs of wear scars formed by SAE 52100 steel on SAE 52100 steel are shown in
Figure 4. These wear scars, formed on the flat specimens, were “aken at a magnification of 100

times since they are small and have diameters of approximately 0.3 mm. Wear scars formed on the
. ball specimens were identical. These photomicrographs show the effect of slip amplitude on wear

- scar formation. The slip amplitudes in Figure 4 were calculated from the measured push rod ampli-
‘ tudes and represent the amount of microslip at the outer diameter or the Hertz radius.

a The primary question concerns the minimum amount of microslip necessary to produce the
first indication of damage. Figure 4 indicates that the wear scar formed at a slip amplitude of 0.1
um is not much more than a faint outline of the ball/flat contact area. The measured radius of

‘ 0.150 mm compares very favorable with the predicted value of 0,152 mm. Additional tests at slip

o amplitudes of 0.03 um and below gave no indication of any wear scar. On the basis of these experi-
ments an estimate of 0.06 um would seem reasonable for the minimum amount of microslip neces-

K sary to produce the first indication of fretting.

Figure 4 indicates that relatively small increases in slip amplitude produce significant changes
in both the amount of surface damage and wear scar dimensions. Wear scar dimensions, which in-
clude the outer diameters of the locked and slipped region are presented for these and other wear
scars as a function of slip amplitude in Figure 5. |n addition, the outer diameter of a second ring
that develops at higher slip amplitudes is also included in this figure. This secondary ring can be
g clearly seen in Photograph (e} in Figure 4. Theory indicates that the outer diameter of the slipped
region for all of the wear scars should be equal to the Hertz radius. Since the Hertz radius is a
: simple function of ball diameter, elastic modules and load, this radius should be independent of
E slip amplitude. Figure 5 indicates that the outer diameter of the slipped region is independent of
slip amplitude for microslip less than 2 um. The increase in the diameter of the wear scars at slip
greater than 2 um may be due to effects associated with the initiation of surface damage. This
estimate of 2 um for the initiation of surface damage was confirmed by surface profile measure-
ments made across the wear scars. The data for SAE 52100/SAE 52100 shown in Figure 6 indicates
that the first surface ridges appear at 2.75 um and become increasingly severe at higher slip ampli-
tude.

. Elastic theory, as developed in Figure 3, indicates that the diameter of the locked region

. should decrease with increasing slip amplitude. In order to determine if the slope of the line defin-
) ing the change in the outer diameter of the locked region in Figure 5 actually corresponds to what
would be expected on the basis of elastic theory, a quantitative mode! capable of predicting the
diameter of the locked region as a function of slip amplitude or push rod amplitude would be
needed. This requirement was satisfied by a model developed by Deresiewicz (17) for two con-
tacting elastic spheres acted upon by a small oscillating torsional couple. This model is an

h B N
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extension of theory developed by Mindlin (18). In this analysis, the ratio of the radius of the
focked region to the Hertz or load radius, c/a, is expressed as a function of push rod amplitude, or
more specifically, the angle of twist, 8. The relationship of these parameters are shown in the fol-

lowing equations:
c/a=\2/ K2+1 (2)

2
pacpg _ 3 .2 3.2.15 .4
=—K 1+=Ke+ =K%+, ... 3
fN 16 ( 8 K 64 K 3)
where

¢ = Radius of the locked region
a8 = Radius of Hertz or load radius
4 = Shear modulus
B = Angle of Twist
f = Coefficient of friction

N = Applied load

Reference to Figure 2 indicates the relationship of the angle of twist to the push rod amplitude or
the slip amplitude calculated at the Hertz radius. This model was used to predict the radius of the
locked region using a Hertz radius of 0.152 mm, a shear modulus of 207 GPa and a load of 88 N.

A comparison of theoretical data with experimental data is shown in Figure 7. In this plot,a co-
efficient of friction of 1.5 was used to fit theory with experiment. Although this value seems to be
higher than would be predicted, it should be pointed out that this is a static friction condition at
high pressures where relative slip had not previously taken place. The important observation is
that the trends are similar indicating that the decrease in locked region diameter is probably a func-
tion of the increased slip amplitude rather than wear. If a lower coefficient of friction is used, then
the decrease in the diameter of the locked region with slip would be more rapid.

The observed formation of a second ring or inner ring can not be explained using elastic
theory. One possible explanation is that this inner ring is the result of surface working caused by
plastic deformation of asperities rather than damage resulting from slip. The expanded photo-
micrograph in Figure 8(d), showing the morphology of the inner ring after picric acid etching, tends
to suggest a worked surface. This possibility is illustrated in Figure 9. This figure schematicaily
shows the relative position of two points (light and dark circles) located slightly below the surfaces
of two contacting asperities. When subjected to increasing amounts of displacement, these two
points undergo elastic deformation in the locked region from r = 0 to r = rg, both elastic and plastic
deformation from r = rg to r = ¢ and finally elastic and plastic deformation and microslip from
r=ctor=a, This figure also illustrates the effect of load. If the balli was under zero load, the slip
amplitude at any point along the radius of the wear scar would be equal to the height of the slanted
dashed line or directly proportional to the push rod amplitude. Under actual load conditions, the
expected relative displacement of the ball with respect to the flat would be taken up to a large ex-
tent by elastic and possibly plastic deformation. This would result in slip amplitudes being less than
would be calculated based on simple geometry except at the Hertz radius since the load is zero and
no elastic or plastic deformation can occur.

It is also possible that this second ring exists at lower slip amplitudes but it can not be de-
tected since damage does not result. Thus, the high friction coefficient is needed in the calculations
because of the inability to measure the diameter of the true locked region. At this point, however,
this concept is purely speculation.
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One of the most interesting results found with the SAE 52100 steel combination can be seen
in Figure 10, The striations on the ball specimens suggest the formation of fatigue cracks oriented
perpendicular to the direction of motion. This damage pattern is identical to that predicted (19)
for interacting experities. In 3 hours, 2.0 x 106 stress cycles would result at a load of 1.7 GPA,
thus fatigue is possible. It is generally felt that fatigue predominates in this low slip region. This
result tends to confirm this hypothesis although further work is necessary.

OTHER MATERIAL COMBINATIONS

In addition to tests run on SAE 52100 steel, a series of tests were also run with two other
material combinations that included a SAE 52100 (Rc 64) ball versus a SAE 1018 (Rb 98) flat and
a nickel chrome Hastelloy B ball (Rb 84) versus a SAE 1018 {Rb 98} flat. Preliminary results for
these latter material combinations have been reported elsewhere (15). These data can now be com-
pared with the SAE 52100 (Rc 64) versus SAE 52100 (Rc 64) combination.

Surface profile traces across the wear scars are shown in Figure 9 for these three material
combinations. For the nickel chrome alloy/SAE 1018 combination, the first evidence of surface
damage occurred at 0.63 um. For the SAE 52100/SAE 1018 combination, damage occurred at
1.1 um. Slip amplitudes of these magnitudes did not produce any measurable surface damage for
the SAE 52100/SAE 52100 combination. For this latter combination, surface damage was not
noted at slip amplitudes fess than 2.75 um,

A better estimate of the trend in surface damage with respect to slip amplitude was obtained
by plotting average damage volume as a function of slip amplitude. These data are shown in Figure
11. These values were obtained from the surface profile traces of Figure 6 by first determining the
average cross-sectional area and then multiplying this value by the length of the average circum-
ference of the slipped region. These data illustrate the effect of material type and hardness on the
ability of these materials to resist severe surface damage. On the basis of these piots, it can be seen
that the previous estimates of 0.5, 1.1 and 2.8 um are fairly accurate estimates of the minimum
amount of microslip necessary to produce the first indications of significant damage. These curves
show an exponential relationship between damage volume and slip amplitude except for the SAE
52100/SAE 1018 combination. In this latter case, the surface profiles in Figure 6 indicates a cer-
tain amount of metal deformation which would tend to reduce the damage rate. Another interest-
ing aspect of these plots is the rapid fall off of damage volume with increasing slip amplitude for
the SAE 52100/SAE 52100 combination. This is probably due to a transition from a surface
damage regime to a wear regime at about 3.0 um.

CONCLUSIONS

An investigation was carried out to determine the nature of the fretting damage which occurs
at small slip amplitudes. Under the conditions of the experiments reported herein, the following
conclusions were drawn:

1. A certain amount of motion or slip can occur without producing any indication of sur-
face damage. This safe range of slip amplitudes was from 0 to 0.6 um for SAE 52100
versus SAE 52100 and from 0 to 0.08 um for SAE 52100 versus SAE 1018 steel.

2. Severe surface damage was found at a slip amplitude of 0.5 um for the nickel chrome
Hastelloy B alloy versus SAE 1018 steel, 1.1 um for SAE 52100 versus SAE 1018, and
2.8 um for SAE 52100 versus SAE 52100 steel.
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3. Mild wear was observed in the case of SAE 52100 versus SAE 52100 steel at approxi-
mately the same slip amplitude as surface damage occurred.

4. Surface damage was similar to that generally referred to as galling, however, evidence of
fatigue cracking in the slipped region was also rnoted.

In summary, this investigation has shown a relationship between the input slip amplitude and
the nature of surface damage. It was found that very small slip can occur without producing any
kind of surface deformation. Slightly greater amounts of slip were found to produce only mild
oxidation or staining without producing any noticeable change in surface morphology. For higher
slip amplitudes, some mild surface damage developed, but this rapidly changed into a severe damage
regime with a small increase in slip amplitude. For still higher slip amplitudes, two phenomena con-
sisting of the development of surface cracks suggestive of fatigue and material loss or wear, appear
to occur concurrently. This study supports the findings of Elliot et. al. {(7) that fretting can occur
at very small slip amplitudes and it also suggests that it should be possible to control damage and
wear in the design process by judicial selection of slip amplitudes and material types.
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Figure 1. Schematic drawing of fretting test rig showing the configuration of the ball-
and-flat test specimens.
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FLAT (c) 3.5 um SLIP (3 HOURS) BALL

Figure 10. Photomicrographs of wear scars showing the formation of microcracks in the
slipped region at X160 and X800 magnification.
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